FPYMNA

NATUH Forkside

wood transformation paint

FRS-PATI

METAJUIU3NPOBAHHDbIE N LUBETHBIE MATUHDI
Anga Co3gAHNA PA3JINYHbIX AEKOPATUBHbIX DM DOEKTOB

( \ OGnacTb NnpMMeHeHus:

OCHOBHbBIE XAPAKTEPUCTUKM " AN AGKOPMPOBAHIT APEBECHHE!
NPOAYKTA:

KoHueHTpupoBaHHble
flpkue uBeTa

- J

BHELLHWI BML LIBeTHas XMOKOCTb
Cyxow ocTatok (£ 2%) 25 %
MnotHocTb (£ 2%) 0,97 r/cv’

CoBeTbl U peKOMeH[aLMN:

[Ins LOCTVXXEHMS Hauny4LLero pesynbTaTa PeKOMeHayeTcs UCNonb30BaTh Npu Temnepatype +20°C 1 OTHOCUTENBHON
BNTaXHOCTW BOo3ayxa 60%.

Obs3aTenbHO NepemMeLLaTh nepes, UCnosib30BaHMEM.

CHATWe NaTnHbI Npon3BoasT ryokom P 180-220, nnbo wnudosanbHbiM AnckoM P 240-320 ¢ NIOCKMX MOBEPXHOCTEN.

[ns netanei ¢ rnyobokMMn hpe3epoBKaMm N CTIOXHbLIX (DOPM PEKOMEHYETCSH CHUMAaTb MeTasIM4eckol BaTou.
PaszseneHue 1k 1, Tk 2, 1K 3 U30MPOMUIOBLIM CMIUPTOM, aLLETOHOM, MO0 X CMeChIo.

XpaHeHue:
[aHHbIV NpOAYKT CrieflyeT XpaHUTb B OPUTHANbHOM repMeTUYHOM Tape. Bceraa nnoTHO 3akpbIiBaTb KPbILLKY.
Mocne BCKpbITUS Tapbl MPOAOIIXUTENBHOCTb CPOKA XPAaHEHMS 3aBUCUT OT BHELLHWX YCTOBUN.

MonafaHwe Bnarv SBASeTcs KPUTUYHBIM (akTOPOM, 3amnpeLLatoLLM UCMOob30BaHMe
npoayKTa.

Xopoluo B30oNTaTb Nepes NCnosib30BaHNEM.

arsformation paint

M3noxeHHas B HacTosLLEM AOKYMEHTe UH(OPMaLIUs OCHOBaHA Ha HallleM MHOrofIeTHEM NMPON3BOACTBEHHOM onbiTe. [103TOMY He MOXET paccMaTpuBaTbCs Kak NnokasaTenb
rapaHTm 1 0693aTenbCTBO 06 OTBETCTBEHHOCTU. [0 NoGLIM BOMpocaM, He 0XBa4YeHHbIM AaHHbIM AOKYMEHTOM, MOXHO 06paTUTLCS B UyXOY TEXHUYECKOI NoAAePXKM.
Bce yKasaHHble KpacoyHble LKIbl NpeHa3HayeHbl A OAHOMEPHOI YCTONYMBOI NOBEPXHOCTM, UCMONb3YIOLLEel JlecoMaTepuanbl, U3roTol B ONT X yC
(BbIBETPUBaHME, BNAXHOCTb U T.4.). [JaHHbI LOKYMEHT BNSIETC 0GHOBNIEHUEM M 3aMEeHON NpeabiayLLei Bepcuu.




